PARKY SPECIFICATIONS TECHNIQUES

Deluxe+ Master Summit Swing
Class 23 Class 23 Class 23 Class 23
Class 33 Class 33 Class 33 Class 33

Residential use:
limited lifetime warranty
Commercial use: 10 years

Residential use:
limited lifetime warranty
Commercial use: 10 years

Residential use:
limited lifetime warranty
Commercial use: 10 years

Residential use:
limited lifetime warranty
Commercial use: 10 years
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super matt 3% (+/- 1)

super matt 3% (+/- 1)

super matt 3% (+/- 1)

=4 Newton =4 Newton =4 Newton =4 Newton
<O,’(;5 mm <0,06 mm <0,05 mm <005mm
=8 l’\l;wton =8 Newton =8 Newton =8Newton
2Hb 2 Hb 2Hb AT
grz;&e> 6 grade > 6 grade > 6 gradess

no visible change

no visible change

no visible change

no visible change

OK OK ok o
0.10‘;;1'72K/W 0,073 m2K/W 0,073 m2K/W 0073 mKkwW
D,ﬁ”\}\//mK 0,14 W/mK 0,14 W/mK omwwmk
60dB 56dB 56 dB seds T

15 dB 19 dB 19 dB 19 dB
a8 94 dB () 9% dB (A) waem
80,3 sone 80,3 sone 803sone

96,1sone

<2 kV (antistatic)
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FSC® certified*** (optional)

FSC® certified*** (optional)

FSC® certified*** (optional)

FSC® certified*** (optional)

Pro
TEST METHOD
é de solapl ge bois EN 14354
o usagerésidentiel | | evusss Class 23
cl usage cial | E N14354 7777777777777777 Cl;n;s 31
CortificationCE | | E N14342 7777777777777777 ENVWVL'SAZ
poprr| 1‘;[;05
CARACTERISTIQUES Teneur en humidité EN 322 6% (+/-1)
GENERALES Dimension | | E N14354 7777777777777777 1203 x 190 x7,2mm
Epaisseur couche dusure | | E N14354 7777777777777777 0.76”mm
Tolérance enépaisseur | | E N14354 7777777777777777 sO,gmm
Tolérance enéquerrage | | EN324-2 7777777777777777 so,gmm
Tolérance en planéité en largeur | | E N14354 7777777777777777 502 %
Tolérance en planéité en longueur | | E N14354 7777777777777777 4%
Adhérenceinterne | EN319 77777777777777777 > 1,1o7;\i/mmz
Arrachement desurface placage | DINEN205 = 1N/mm?
Jointage mécanique | Un};liofﬁ
Ouverturcentre les lames | | E N14354 7777777777777777 = 02 mm
Essai de traction coté court des lames | 18024334 777777777777777 > 2066 N/lm
Densité moyenne | EN323 77777777777777777 900
Poids/m: | 7kg
CARACTERISTIQUES Résistance é l'eau <13%
DE CLASSIFICATION au poing zSON/mm?
Résistance contre l'abrasion > 207!7)70 rev.
Résistance au choc (élasticité) = 1206 (EC2)
Adhérence du vernis ctugs <2
aux agents chi EN 13442 gréée 4*
CARACTERISTIQUES Brillance EN ISO 2813 super matt 3% (+/- 1)
ADDITIONNELLES Duretéduvernis | DIN53154 777777777777777 =3 l;lrerwton
Impression résiduelle | EN433 77777777777777777 < 005 mm
Résistance au choc selon Wegner EN 438-2/11 7777777777777 =5 I;I;Wton
Elasticité duvernis | CEN/TC 112 (Brinel) 21b
Résistance descouleurs | EN180105802 777777777777 gra’(’i’e >6
Test fauteuil roulement (roue souple) | EN425 77777777777777777 no visib’l; change
Chauffagepartesol | OK
aupassagedechalewr | eizess 0,083 mek/W
Conduction thermique | EN12667 7777777777777777 0,14”\}\//mK
Niveau sonore d'impact standardisé ISO101403//SO717—2(L/1W) 5’5ﬁdB
Amélioration de l'isolation u.lfx bruits /SO10140—3/ISO7172(ALW) 2’[;rdB
diimpacts | 7 T T U TN
Bruit de fonctionnement pondéré A EN 16205 (Ln,walk,A) 91dB (A)
Bruit de marche réfléchi par le bruit EN 16205 LoundnessRWS 77777 68,;;one
Performance antistatique | | E N7815 7777777777777777 <2kVv (;;vtistotic)
Durabilité biologique | | EN335 77777777777777777 Clrn;ss 1
pégradable| Fsce® certifié&"* (optional)
TestMartindale (résistance aux griffes) | | E N16094 7777777777777777 MVSVé-B3
CARL'\CTERI§TIQUES Diffusion VOC | French VOC regulation ISO 16000 A+
DE SECURITE voswmi| T F;;ss
vosteeova| Co%;’)liunt
vosereeam | Ccr;;;liant
VOC Confortde lairintérieuroLp | I;’;ss
Teneur en formaldéhyde EN717—1 7777777777777777 E1
Temeurenformaldéhyde | C DPH 77777777777777777 };;ss

MSR-B3 MSR-B3 MSR-B3 MSR-B3
A+ A+ A+ A+
l;’;ss Pass Pass Pass
Col;;;mcnt Compliant Compliant Compliant
Cor’r;%;ﬁcnt Compliant Compliant Compliant
I;;ss Pass Pass pass
E1 E1 E1 e
!;;ss Pass Pass Pass

Teneur en formaldéhyde support

CARB Il / TSCA Title VI Compliant

CARB Il / TSCA Title VI Compliant

CARB Il / TSCA Title VI Compliant

CARB Il / TSCA Title VI Compliant

CARB Il / TSCA Title VI Compliant

Teneur en PCP (pentachlorophénol)

PCP free

PCP free

PCP free

PCP free

PCP free

Bralures de cigarettes

Class 3**

Class 3**

Class 3**

Class 3**

Class 3**

Réaction au feu

Class Cfl-s1

Class Cfl-s1

Class Cfl-s1

Class Cfl-s1

Class Cfl-st

Performance antidérapante (sol sec)

62,25 USRV (average)

62,25 USRV (average)

62,25 USRV (average)

62,25 USRV (average)

62,25 USRV (average)

Performance antidérapante (sol humide)

CEN /TS 15676

47,75 USRV (average)

47,75 USRV (average)

47,75 USRV (average)

47,75 USRV (average)

47,75 USRV (average)

* 1=surface destruction, 5=no visibel changes / ** class 3 = moderate change of gloss level and/or moderate brown spot / *** FSC C095327
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